July 13, 1965 R. M. CHRISTENSON ETAL 3,194,777

COATING COMPOSITIONS
Filed May 8, 1961

COATING OF INTERPOLYMER OF METHYL
METHACRYLATE AND ALKYL ESTER OF
METHACRYLIC ACID CONTAINING AT
LEAST 8 CARBON ATOMS IN ALKYL GROUP
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